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Client Name:  TAIZHOU SHARE FILTERS CO.,LTD. 

Client Address:  PINGQIAO INDUSTRIAL PARK, TIANTAI COUNTY, ZHEJIANG PROVINCE, 317203, 
CHINA. 

 
Sample Name:  Nylon Filter Meshes 

Model No.:  JPP3T-JPP236T 

Material No.:  PA6 

The above sample(s) and information were provided by the client. 
----------------------------------------------------------------------------------------------------------------------------- ---------------- 
 
 
 

SGS Job No.:  NBP24-000159 

Sample Receiving Date:  Jan 09, 2024 

Testing Period:  Jan 09, 2024 ~ Jan 15, 2024 

Test Requested:  Select test(s) as requested by the client. 

Test Method(s):  Please refer to next page(s). 

Test Result(s):  Please refer to next page(s). 
 

Test Requirement Conclusion 

US California Proposition 65 - Lead Pass 

US California Proposition 65- Formaldehyde Pass 
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Test Result(s):  
 

Test Part Description： 

SN ID Sample No. SGS Sample ID Description 

SN1 A2 NGB24-0001394-0001.C002 White translucent solid 
 

Remarks: 
(1) 1 mg/kg = 1 ppm = 0.0001% 
(2) MDL = Method Detection Limit 
(3) ND = Not Detected (< MDL) 
(4) “-“ = Not Regulated 

 
US California Proposition 65 - Lead 
 
Test Method: With reference to CPSC-CH-E1002-08.3, analysis was performed by AAS/ICP-OES. 
 

 

Test Item(s) Limit Unit(s) MDL A2 

Lead(Pb) 100 mg/kg 20 ND 

Conclusion Pass 
 

 

Notes: 
(1) The limit is referenced to the requirement specified in Settlement Agreement between San Francisco 
Case No CGC-08-476552 and CGC-11-508435. 
(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that are 
most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a user's 
actual exposure to the tested chemical.  
A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, and 
may choose to comply with California Proposition 65 by clearly informing the consumer of potential 
exposure. 
 

 
US California Proposition 65- Formaldehyde 
 
Test Method: With reference to ISO 14184-1:2011. Analysis was performed by UV-Vis. 
 

 

Test Item(s) Limit Unit(s) MDL A2 

Formaldehyde 75 mg/kg 16 ND 

Conclusion Pass 
 

 

Notes: 
(1) The limit is referenced to the requirement as stated in Country of Alameda,HG12633575. 
(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that are 
most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a user’s 
actual exposure to the tested chemical. 
A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, and 
may choose to comply with California Proposition 65 by clearly informing the consumer of potential 
exposure. 
 

 

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019. 
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Sample Photo: 

 

NGB24-0001394-0001.C002 

 

SGS authenticate the photo on original report only 
*** End of Report *** 
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